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Table 1: Rock Chip Assay Results:

Sample Northing Easting RL Fe_% caFe* SiO2_% Al2O3_% P_% S_% LOI_% Comments

ASAM01 7,485,860 546,051 544 53.71 59.81 5.55 6.63 0.04 0.137 10.20 NE1 area- 4-6m CID
ASAM02 7,485,666 545,889 543 53.64 59.67 5.37 7.04 0.04 0.088 10.10 NE1 area- 6-10m CID
ASAM03 7,485,621 545,995 548 54.06 59.94 5.27 6.92 0.04 0.098 9.81 NE1 area- lateritised CID
ASAM04 7,485,468 546,295 544 55.46 60.80 4.99 6.03 0.05 0.076 8.78 NE1 area- 4-8m CID
ASAM05 7,485,559 546,450 542 59.10 63.88 3.80 3.63 0.03 0.077 7.48 NE1 area- 6m CID
ASAM06 7,485,637 546,299 544 59.38 64.35 4.80 2.17 0.03 0.067 7.73 NE1 area- CID
ASAM07 7,485,680 546,153 546 50.64 57.94 6.63 7.77 0.03 0.082 12.60 NE1 area- 4m lateritised CID
RR01 7,480,753 526,422 410 58.54 66.22 3.76 0.67 0.03 0.039 11.60 NW area- 30-35m thick CID
RR02 7,480,894 526,559 441 56.65 64.23 3.13 3.75 0.03 0.084 11.80 NW area- CID
RR03 7,481,077 526,652 441 59.17 65.23 3.32 2.02 0.04 0.062 9.29 NW area- CID
RR04 7,481,214 526,734 439 57.63 64.39 3.35 3.16 0.03 0.123 10.50 NW area- 25m thick CID
RR05 7,481,048 526,768 446 56.86 64.61 3.26 2.97 0.03 0.037 12.00 NW area- CID
RR07 7,485,380 547,850 536 59.38 63.54 1.89 4.36 0.04 0.076 6.55 NE2 area- 1-2m CID
RR08 7,485,428 547,755 540 47.21 53.10 2.44 16.60 0.04 0.118 11.10 NE2 area- 2-3m CID
RR09 7,485,311 547,782 532 57.84 62.40 2.79 6.16 0.04 0.104 7.31 NE2 area- CID
RR10 7,485,328 547,900 535 60.01 63.68 1.52 5.23 0.03 0.125 5.77 NE2 area- 2m CID
RR11 7,485,168 547,860 531 56.51 62.86 4.33 4.36 0.03 0.083 10.10 NE2 area- 2m CID
RR12 7,485,184 547,765 533 54.97 62.47 3.64 5.24 0.03 0.166 12.00 NE2 area- 2m CID
RR13 7,485,213 547,675 535 57.77 64.48 2.96 3.55 0.03 0.075 10.40 NE2 area- 2-3m CID

Figure 1: Rocklea Project- Exploration Target Locations:


